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157] ABSTRACT

A joint compound which is preferably asbestos-free,
for use in finishing joints between wallboards, com-
prising a filler, a binder, and any two or all three of a
water-holding agent; a slip-inducing colloid; and a
non-swelling clay having sufficient pseudoplasticity to
render the composition non-leveling.
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